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1. Introduction and goals

The application of superconductors could improve the properties of electrical devices
by a substantial way. The lightweight aircraft power generator is one of possible
applications of the second generation of high temperature coated conductors YBCO
(II G).

The successful realization of a superconducting winding with the required properties
needs a high current and low loss AC HTS conductor with properties described in details
in the paper of Oberly et al. [1].

Our preceding projects were concentrated on some problems of the development and
properties of a suitable YBCO based conductor. This work is focused on problems related
to the current distribution in YBCO striated (filamentary) samples and on YBCO coils.
The main goal is to investigate and evaluate parameters of YBCO coils operating with
DC and AC currents.

One of important results of the research, focused on the development of AC YBCO
conductors, is the reduction of the hysteresis losses. The reduction was successfully
achieved by subdividing the continuous YBCO layer into narrow filaments. However, the
technology of the striation (filamentation) of the continuous YBCO layer may produce
electrical contacts between the filaments and the metallic substrate. As a result, the
filaments become coupled and additional losses (coupling losses) are produced. The
reduction of these losses needs so called filament transposition, which is a very difficult
problem. One of the possible solutions is the use of the saddle type windings, where the
transposition is realized by an appropriate bending of the striated tape.

The separation of the coupling losses from the total losses of a sample was one
important issue of our work. We will present the loss measurements in wide interval of
frequencies and explain the procedure of the determination of the transverse resistivities,
which allow to compare the coupling losses in the measured samples.

The current distribution in a filamentary YBCO tape influences its behavior by a
substantial way. As mentioned in [2], an interruption of 1 filament can bloc the current
flow in it and reduce the current carrying capacity of the tape. A possible solution of this
problem is the concept of multiply connected filaments proposed in [2]. To be able to
determine the current distribution in these tapes and to understand the measurement
results we performed a series of measurements in filaments supplied individually. We
also studied magnetic field in the vicinity of samples carrying transport or magnetization
currents. The properties of the bridges between the neighboring filaments can affect the
behavior of the samples. Thus, we also studied their properties.

In general, the extension of short sample experiments (critical current, AC losses) on
coils with tape length much longer than the short sample length, is not a simple task.
Because of that we think that the experiments on coils can provide very useful
information for the development of new types of AC conductors. As a first step, we



studied the DC and AC behavior of test coils wound with non-striated YBCO coated
conductor. In the frame of this work we received 3 small YBCO coils, previously used in
the high field DC measurements, from our partners in WPAFB. The coils were
manufactured by American Superconductors. We studied the DC critical current of the
coils, the radial field component at the edges of the coils as well as the consequences of
large magnetization currents on the magnetic field vs. coil current characteristics. The
main effort was given to the determination of AC losses in the wide range of frequencies
from 60 Hz to 1000 Hz.

2. Studies on short samples of YBCO coated conductors

2.1. External field AC losses in YBCO samples “B”

The main goal of this study was to elaborate a procedure for determination of the
coupling losses from the measurements of the total losses.

We proposed and tested a two steps procedure. In the first step we measured the
frequency dependence of the total losses at low frequencies at a constant field amplitude
in the interval from about 1 mHz to 100 mHz. At these low frequencies the coupling
losses are negligible and the hysteresis losses, Whys, prevail. From the dependence
Whyst = f(f) we determine the dependence dWyy/df, which is of the order of ~ 10% of
Whyst-

The results are summarized in a paper presented at the international conference
EUCAS 2005 in Vienna, sce APPENDIX A.

2.2.Current distribution in YBCO tapes

To reduce the hysteresis losses in YBCO coated conductors, the YBCO layer must be
subdivided into narrow filaments separated by small gaps. The uniformity of the current
distribution in the filaments is the basic requirement for the successful function of the
filamentary tape.

The previous experiments on AC losses in samples B/1, B/2, B/3, B/4 and B/5
showed that in some areas of the filamentary tapes the filaments have an electrical
contact with the metallic substrate.

Here we describe our experiments focused on the understanding of the current
distribution. The main goal is to elaborate a suitable method for measurement of the
current distribution.

The goals of the experiments:

a. To determine the critical currents of each filament supplied separately

b. To determine I-V curve of the filamentary tape with potential taps attached to

different filaments

c. To determine the current distribution in the filamentary tape



Experimental:

A special sample holder was designed as shown in Fig 2.2.1. Each filament was
connected with the current lead by a thin copper wire. This system allowed to pass the
current through 1 filament separately and to disconnect all other filaments. The detail
showing the connections of filaments with copper wires see Fig 2.2.2.

Sample holder were designed for the samples 10 x 100 mm.

Fig.2.2.2.The connections between the filaments and the current lead and the potential taps



Results of experiments:

Sample B/4
The sample has 20 filaments 0.5 mm wide, the filaments extend over the whole
tape length.

Experiment 1: Measurement of the field profile in the vicinity of the filamentary
sample B/4 at 300 K. Only 1 filament (filament “10”’) was supplied by the current at room
temperature T = 300 K. The results of the measurements Bz = f(x) at various distances

“z” and the calculated values are shown in the next Figures 2.2.3a and 2.2.3b:

Bz=1(x)
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Fig.2.2.3: a-Measurements: Bz = f(x) at various distances “z” for sample B/4, only one filament

(filament 10) supplied, Iy=0.47 A ; b- The calculated values of B, vs x assuming the homogeneous current
distribution

Conclusion: The measured field profile at 300 K clearly shows that the current
flows in the whole tape width when only 1 filament is supplied. Thus, the filaments are
electrically interconnected by the substrate.

Experiment 2: Measurement of the field profile in the vicinity of the filamentary
sample B/4 at 77 K, only 1 filament is supplied by the current

Only 1 filament (filament “10”") was supplied, the sample was immersed in liquid
nitrogen, T = 77 K. We measured Bz = f(x) at the distance “z” = 0.3 mm, the results are

shown in Fig. 2.2.4a. The calculations of B, = f(x) for 1 filament supplied are shown in
Fig.2.2.4.b
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Fig. 2.2.4: a- The measured curves B, = f(I) at 77 K, only filament 10 supplied; b - The calculated curve
B.= f(x)

The shape Bz = f(x) clearly shows that the current Iy flows in one filament
(filament “10”) only. Magnetic field produced by the current If (in filament “10”’) induces
magnetization currents in the neighboring filaments, which produce again magnetic field
superimposed on the field created by ;.

This experiment show that the short-circuits filaments-substrate-filament are not
superconducting!

Sample P3

Sample P3 is a YBCO sample 10 cm long, 12 mm wide. It is divided into 24
stripes (one stripe at the edge is about 1.5 x wider than the rest). The length of the striated
part is 7 cm. There are non striated margins 1.5 cm on both ends. The critical current
before striation was 160 A.

Penetration of the magnetic field into sample P3

With this sample we measured the external field penetration into the sample with
the aim to determine the uniformity of the current distribution between the filaments.

In Fig. 2.2.5 we show the field measured 0.6 mm above the sample surface at
various values of the external magnetic field. The field was increased stepwise from zero
to 58.8 mT.
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Fig.2.2.5: The magnetic field B, measured in the distance of 0.6 mm above sample P3 at the external
magnetic field increasing stepwise from 0 up to 58.8 mT

In the Figure 2.2.5. we see that at fields 1.07 mT and 1.96 mT the field penetrated
into the sample at the edges only. At 9.8 mT the sample is already penetrated. At higher
field the field profile indicates that he current distribution across the sample is not
uniform.

It is also evident that the magnetization currents create loops which close at the
sample ends via the non-striated sections of the tape. So, the filaments are not seen in the
profiles B, vs. x.

After this experiment we supplied the sample by a transport current and measured
the corresponding field profile. However, at I = 0 we measured the field due to the
persistent currents induced during the previous experiment. The results are shown in
Fig.2.2.6.
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Fig. 2.2.6. The measured profiles B, = f(I) measured at various values of the transport current, which was
increased stepwise.

At current I ~ 80 A the current abruptly decreased to zero due to burning of the
sample close to one of the current contacts. The photograph of the damaged sample is
shown in Fig.2.2.7. We do not know the reasons of the damage at the moment. As
mentioned, the sample before the striation had the critical current of 160 A. Further
experiments aimed to find the reasons of the sample damaged are planned.
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Fig.2.2.7: The damaged sample P3 (unfortunately, the microphotograph is not clear enough)

The magnetic field in the vicinity of the samples can be used to determine the current
distribution across the sample by solving the inverse problem. We developed a procedure
and calculated the distribution of the current across the tape carrying magnetization or
transport currents. The description of the results is given in APPENDIX B.

3. Electromagnetic properties of test YBCO coils

3.1. AC losses in YBCO coils and a comparison with the properties of a copper coil

We received 3 YBCO coils, manufactured by American Superconductors, which
were previously tested in high magnetic fields:
YBCO N° 6, YBCO N°10 and YBCO N°12.
The main coil data provided by American Superconductors are:

Coil number | Conductor length (m) | turns | I(A) | n

#6 1.2 10 132 |29
#10 0.4 4-5 | 177 |37
13 1.2 158 | 158 | ~30
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The measurement of AC losses showed that for all 3 coils they are much larger
then expected. The measured AC losses in coils “as received” with 500 Hz and I, = 50
A are:

Coil #6 7.0 W
Coil#10 21W
Coil#12 17.0W

The following investigations revealed that there were short-circuited copper tape
turns in the coils. The copper tapes pieces were attached to the current leads to improve
the cooling.

A photograph of the disassembled current contact illustrating the situation is
shown in Fig.3.1.1.

Fig.3.1.1: A photograph of the disassembled outer contact showing the insufficient length of the insulation

As aresult, the AC losses at 50 A and 500 Hz were reduced from 17 to ~4 W.

We carefully removed the short circuits in the coil 13. The coil was renamed to
YBCO 13 2m and measured. The results and analysis are described in the contribution to
the international conference Magnet Technology 2005 held in Genova, Italy, September
2005.

The full text of the contribution is in APPENDIX C.

12



3.2. Effects of winding magnetization on the magnetic field produced by the pancake

coil YBCO 13_2m wound with YBCO coated conductor (II.G)

The magnetic fields created by DC current flowing in superconducting coils are
usually calculated by the same way as those created by resistive coil [ 3 ], which is shown
in Fig. 3.2.1.
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Fig. 3.2.1: The lines of the magnetic flux produced by a pancake coil wound with a normal with uniform
current distribution.

The aim of this study is to identify and understand the differences in the behavior
of a coil wound with YBCO tape (II.G) from a similar coil with a normal conductor
(copper).

The basic difference is the different current density distribution: uniform
distribution in the resistive coil and non-uniform distribution in the coil wound with a
superconducting tape.

Brandt and Indenbom [4] calculated the distribution of the transport current in a
thin, wide superconducting tape and the distribution of the magnetization currents of the
tape exposed to a homogeneous external magnetic field. They showed that the current
penetrates into the tape from the edges, so that the current distribution across the tape
width is non very uniform at I << I.. We observed this behavior in experiments with the
short sample P3. However, in the pancake coil the magnetic field is highly non-uniform.
The perpendicular components of the magnetic field at the coil edges induce
magnetization currents which considerably affect the magnetic field inside and outside
the winding. Moreover, the magnetization currents give rise to hysteresis effects. As a
results, the behavior of a pancake coil wound with YBCO tape could be very different
from that of the similar resistive coil.
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We studied magnetic fields outside the winding of the experimental YBCO coil
YBCO 13 2m. Special Hall probes with the small active area were used to measure the
magnetic field. Hall Probe HP 1 (No.40) measures the longitudinal field component B,
along the coil axis, Hall Probe HP 2 measures the axial field component, B,, at the
constant distance r = 12 mm from the coil axis in dependence on the axial position z and
Hall Probe HP 3 measures the radial field component, B, as a function of the position z at
the constant radial position r = 11.2 mm (see Fig. 3.2. 2):

Br(r = mm) (r)

@)

z(z=12 mm)

Fig.3.2.2. A sketch showing the positions of Hall probes HP1, HP2 and HP3

a. Measurements of B,(r = 0) at room and liquid nitrogen temperature at low
coil currents

At first, we measured the longitudinal field along the coil axis B,(r = 0) = f(z). The
radial field component in the point z = 0 is zero, in any other values of z the radial field
component exists. At room temperature the current is uniformly distributed across the
tape and flows in the copper stabilization layer only. In any point the field is directly
proportional to the coil current
B(x,r)=kI

The situation is similar to that illustrated by Fig.3.2.1.
The axial field component B,(r = 0) measured along the coil axis at coil currents
[=2A,4 A and 6 A at room temperature and 77 K are shown in Fig. 3.2.3.

14
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Fig.3.2.3: B, vs. z measured at room temperature for 3 values of the current I
The field amplitude in the coil center depends linearly on the coil current. The ratio

field/current at room temperature in the coil center is 4.72 G/A.

b. Measurements of B,(r=12 mm) vs. z

In this position Hall Probe is much closer to the winding and measures the
longitudinal (axial) field component, B,. The magnetic field is larger in comparison. with
the case r = 0. The profiles B,(r = 12mm) vs. z measured at room temperature and 77 K

are shown in Fig.3.2.4.

—e— |=2A, 300K
—o— |=2AT77K
—A— |=4A 300K |
—A— |=4A 77K [
—— 1=6A, 300K ||
——0—- 1=6A 77K |]

B,(Gauss)

20

z (mm)

Fig.3.2.4. The field component B, measured in the position r = 12 mm at 300 K (black symbols) and 77 K
(green symbols) at various currents I (increasing branche).
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As seen, the profile has a minimum at the position z = 0 (median plane of the coil).
The maximal field component was measured at the coil ends.

¢. Measurements of B, (r =11 mm) = {(z)

The measured profiles B, = f(z) measured at room temperature and 77 K are shown in
Fig. 3.2.5.

20_' T T T T T T T T T T T T T T T T T T T T T T T T
15 | .
10| ]
. 5f h
Q
m G r ]
|=2A, 300K
[ —0— |=2A77K
Sr —4&— |=4A 300K [
i ——A—- | =4 A 77K
10 F —e— |=6A, 300K [
I ——&—- |I=6A,77K |
_15_. P S S N S T T TN EN TR TR S S RN T T TR S S SR T S T R S SR S}
-10 5 0 5 10 15 20

z (mm)
Fig.3.2.5. The radial field component, B,, measured at 300 K and 77 K vs. z-coordinate.

In the case of the superconducting coil the field profile B(z) is rather
complicated, as seen in Fig. 3.2.5. In the coil center this component is practically zero. At
the coil edges (z = 5 and —5 mm) there are local extremes, which have the opposite signs.
Outside the coil there are 2 other extremes, which have opposite signs then those inside
the coil. For larger z the values of B, asymptotically go to zero.

16



The change of the sign of B, inside the coil in comparison with the values obtained at
room temperature clearly shows that this is the effect of magnetization currents. This
change cannot be explained by the non-uniform distribution of the transport current only.

d. Measurements of the field components B, and B, during the complete cycle of
the transport current 0— I;,x—> 0 —>-I. — 0 at low dI/dt

As mentioned, all field components should be directly proportional to the coil current
in the case of the uniform distribution of the current across the tape width. This is not the
case for a superconducting pancake coil wound with a tape.

First, if we increase the current, it penetrates from the edges into the tape interior, as
predicted by Brandt and Indenbom. Second, the coil produces an inhomogeneous field. In
each point of the winding the local current density is the critical current density
corresponding to the local field [6]. The component of the coil field perpendicular to the
tape B/(I) induces magnetization current, as shown in Fig.3.2.6. These currents produce a
magnetic field opposite to B(I) and reduce the perpendicular field component at the coil
edges.

mag

Fig.3.2.6. Sketch illustrating the induction of magnetization currents

Thus, these magnetization currents modify the coil field. As the magnetization
currents depend on the sign of dI/dt, the magnetization at increasing current (dI/dt
positive) is different from that at the decreasing current (dI/dt negative). Consequently,

17



the coil field at the same current for the increasing current are different from that for the
decreasing current.

We measured the component of magnetic field produced by the coil in the
positions where their amplitude is maximal:

B,(r = 0) in the coil center (z = 0): Fig. 3.2.7

B.(r = 12 mm, z = 0) in the median plane: Fig.3.2.8

Bi(r = 11.2 mm) at the local maximum outside the coil (z=+8 mm and —8 mm):

Fig.3.2.9

B,(r = 12 mm, z = 5 mm) at the local maximum at the coil edge: Fig. 3.2.10.

60
HP -1
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Fig.3.2.7: The axial field components vs. current for the whole cycle 0— I;,,,;x—>0— -I;,.,x —0. The
hysteresis is rather low due to the large distance of the measured point from the coil winding
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Fig.3.2.10: The radial field component at r = 11.2 mm measured at z =5 mm (coil edge)

All measured curves have a hysteretic character. The hysteresis effects are the stronger the closer is the
measured point to the winding.

e. The shape of the Hall voltage signal proportional to the radial component of the
coil magnetic field, Vy~B; max

As shown, the hysteresis effects described above affect the values of the
component of the magnetic field of the coil carrying DC current. For the coil operating
with AC current the magnetization currents can also modify the shape of the AC
magnetic field.

In this phase of the studies we focused on the radial component, B, n.x measured
by HP-3. We measured the Hall voltage Virmax ~ Brmax at 3 frequencies: 111 Hz, 511 Hz
and 911 Hz.

The measured time dependence of the Hall voltage Vi max and of the coil current
are shown in the following Figures 3.2.11, 3.2.12 and 3.2.13.

The Hall voltage proportional to the radial field component is not sinusoidal,
which is caused by the hysteresis of the magnetic field components.
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Coil C13, frequency 111 Hz
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Fig.3.2.11: The time dependences of the Hall voltage and coil current at 111 Hz

21



Coil C13, frequency 511 Hz
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Fig.3.2.12: The time dependences of the Hall voltage and coil current at 511 Hz
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Fig.3.2.13: The time dependences of the Hall voltage and coil current at 911 Hz
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Conclusions

1. We showed that in our samples of striated YBCO tapes (B/4) the YBCO filaments
have good electrical contacts with the substrate. However, these contacts are not
superconducting.

2. Inall samples of YBCO filamentary tapes we detected coupling currents and
corresponding coupling losses. We evaluated the corresponding time transverse
resistivities.

3. We determined the AC losses in the model YBCO pancake coils wound with non
striated YBCO tape in the frequency range from 60 Hz up to 1000 Hz and
compared them with the AC losses in a similar coil made of copper tape. The
YBCO coil showed lower losses in the whole frequency interval. With increasing
frequency the difference in losses became smaller.

4. The component of the magnetic field created by the coil are strongly affected by
the magnetization currents. The dependence of these field components on coil
current is non-linear and hysteretic.

5. Due to the magnetization current the coil inductance depends on the coil current.

6. The radial field components are not sinusoidal for a sinusoidal coil current.

7. In spite of the large hysteresis losses in the non-striated tape the coil was able to

operate at AC currents with frequencies up to 1000 Hz.
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Abstract. We studied the magnetization losses of four different types of filamentary
YBCO coated conductors. A 10 mm wide YBCO coated conductor was subdivided into
20 filaments by laser ablation. We measured the frequency dependence of the total losses
in the frequency range 0.1 Hz < f'< 608 Hz. The coupling loss was obtained from the total
by subtracting the hysteresis loss. The latter was measured at low frequencies since only
hysteresis loss is non-negligible at frequencies below 1 Hz. The transverse resistivity, py,
was determined from the coupling losses; it was assumed that the sample length is equal
to half of the twist pitch. The values of p, deduced from the loss data were compared with
those obtained by the four-point measurements with current flowing perpendicular to the
filaments. Preliminary results indicate the existence of electrical contacts between the
superconducting filaments and the substrate in some areas of the samples. This was also
confirmed by the Hall probe mapping of the magnetic field in the vicinity of the tape. The
measured transverse resistivity was close to the resistivity of the substrate (Hastelloy).

1. Introduction

Low loss YBCO coated conductor can enable the fully-superconducting version for motors
and generators in which both the field and armature windings are superconducting [1]. To reduce
hysteresis losses in tapes several millimetres wide, subdividing of the tape into narrow parallel
stripes is necessary [2,3]. The resulting conductor is a multifilamentary tape with parallel thin
strips (filaments) separated by narrow gaps. The striation can be done using various technologies,
as the photolithography and wet etching [4] or laser micromachining [5].

The striated (filamentary) tapes become vulnerable to localized defects. This problem can be
solved either by covering the filaments by sufficiently thick normal metal layer with low
resistivity metal/YBCO boundary, or by making a network of superconducting bridges, which
allow the current sharing between filaments [6]. As shown by Amemyia et al. [7], in filamentary
tapes prepared by laser micromachining the total losses contain also a coupling loss component
due to the presence of electrically conductive path between the filaments and the metallic
substrate [5].

The goal of this work is to determine the frequency dependence of losses in 3 different types
of filamentary tapes with multiply connected filaments, prepared from YBCO coated conductors.
We also compare the obtained results with the loss behavior of a non striated tape and a sample
prepared on LaAlO; substrate with electrically insulated filaments.

2. Loss components in a filamentary YBCO coated conductor

In samples of filamentary YBCO coated conductors the total losses have several components,
as described in [8]. For tapes with relatively wide filaments the main loss components are the
hysteresis losses, Wiy, and the coupling losses, W The hysteresis losses per unit length, P
[W/m], in a tape consisting of Ny isolated filament, can be calculated using the formula of Brandt
and Indenbom [9], if we neglect the interaction between the filaments:
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P=2 fo If,c Bo [ZBc /B() In COSh(Bo/Bc) — tanh(BO/Bc)] Nf , (1)

where f is the frequency, wy is the half filament width, I is the critical current in the filament
[A/m]. Ig,. is supposed to be constant, independent on the local flux density and on the local
electric field. The consequence of this assumption is the independence of the per cycle hysteresis
loss on the frequency. Herrmann et al.[10] measured the frequency independent hysteresis losses
in 0.1 mm wide YBCO strips. However, numerous measurements of E(I) curves in YBCO
samples showed that the slope of these curves can be described by the equation I = IH(E/E,)",
where n can have values about 30 [11]. The reduction of the filament width below ~100 um
causes the reduction of J¢. and n [12]. The effect of the sample length is analysed in [13].

1. Experimental

Sample W/1 has 7 filaments 0.5 mm wide on LaAlO; substrate, the width and length of the
substrate is 4.8 mm and 40 mm. The striation was made by photolithography and wet etching.
The following samples were prepared from coated conductor produced by IBAD method on
approximately 100 pum thick, 10 mm wide buffered Hastelloy substrate with YBCO layer
subsequently covered by ~3um thick Ag layer. Laser micromachining was used to striate the
samples. The samples are 100 mm long and were cut from 2 longer pieces of coated conductor.
The samples B/0, B/1 and B/2 were cut from a tape with the nominal critical current before
striation I, = 160 A. The samples B/3 and B/4 were cut from a tape with L. in the range from 120
A to 140 A. The sample B/0 is non striated and B/1 is fully striated with 20 filaments (without
superconducting bridges). Samples B/2, B/3 and B/4 are also divided into 20 filaments
(approximately 0.5 mm wide each) that are interconnected by superconducting bridges, as shown
in Fig.1

5cm 200 jim 5cm 166 (1m g 1¢m 200 um 1em
- 3

-

A48T pim

500 jm

260 jim

b c

Fig.1: (a) — the sketch and microphotograph of sample B/2, (b) - sample B/3, and (c) -
sample B /4.

The losses were measured in a copper dipole coil with the working space with diameter of 40 mm
and the field/current constant of 0.97 mT/A at 77 K. At low frequencies (below 0.5 Hz) the losses
were measured using pick-up coils and an analog integrator. Above 15 Hz we measured the time
dependence of the pick-up coil difference voltage and the losses were determined using the first
harmonics obtained by Fourier analysis of the signal.
4. Results and discussion

Fig. 2 shows the measured dependence of the loss per cycle in samples W/1 and W/2. They
are pure hysteresis losses. The increase of A per the change of f by the factor of 10 is ~14% and
~15% for W/1 and W/2, respectively.
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frequency samples B/0, B/1, B/2, B/3 and vicinity of sample B/2
For samples W/1 and W/2 at B/4 measured at low carrying magnetization
Bn =54 mT frequency (100 mHz) and 77 K currents

In Fig.3 we plotted the loss per cycle, A, measured at frequency 100 mHz, when coupling
loss is negligible. As expected, the largest loss has sample B/0, the difference of losses in the
filamentary samples is relatively small. The smallest hysteresis loss at 20 mT (~7.2 x10™ J/m)
has sample B/3, losses in sample B/4 are larger by about 25% than those of B/3 (~9 x10™* J/m).
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Fig.5. The dependence of losses per cycle on the frequency of the magnetic field at various
field amplitudes: a- sample B/0, b — sample B/2, c- sample B/3, d — sample B/4

We mapped the magnetic field in the vicinity of all samples carrying magnetization currents.
The measurements showed that the filament separation in some parts of samples B/2 and B/4 is
not perfect, so that the effective sample width is a multiple of the filament width 0.5 mm (see
Fig.4).

In Fig.5 a, b, ¢ and d we show the losses per cycle of samples B/0, B/2, B/3 and B/4, as a function
of the frequency changing from 0.1 Hz to 608 Hz. The largest loss increase has sample B/2
followed by B/4 and B/3. Sample B/0 showed very small increase of losses with increasing
frequency (~5 % only).

The hysteresis losses, A, are proportional to the critical current, I., which increases with
increasing frequency, f, as it is controlled by the electric field E ~ f. According to the experiments
with W/1 and W/2, the hysteresis losses in samples B/2, B/3 and B/4 at 500 Hz were determined
by multiplying the losses determined at 0.5 Hz by the factor 3 x 12% =1.36 (the value 14 % per
the decade of f measured at 54 mT was reduced due to smaller B,, = 20 mT to 12 %). The
coupling losses at 500 Hz, .1 , were determined by subtracting the hysteresis losses determined
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at 500 Hz from the measured total losses. The transverse resistivity p, was calculated using the
expression for the coupling losses per unit volume

Wcoupl = (1/4ptr)(f Bm 2 L)2 (2)

where L is the sample length and f is frequency. The values of p obtained for samples B/2, B/3
and B/4 are 2.5 x 10, 1.05 x 107, 3.17 x10° Qm, respectively. As seen, the values of p, for B/2
and B/4 are close to the resistivity of the substrate (~1.3 x 10 Qm).

5. Conclusions

The per cycle losses measured in the filamentary YBCO samples with filaments 0.1 mm and
0.5 mm wide at frequencies from ~ 0.1 Hz up to ~500 Hz were not frequency independent. They
increased with increasing frequency by 10 to 15 % per decade of the frequency. The total loss in
our samples of filamentary YBCO coated conductors on Hastelloy substrate is affected by finite
inter-filament resistance. This translates into measurable frequency dependence of per cycle loss.
Substantial coupling losses were found in all filamentary samples prepared from YBCO coated
conductors.
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APPENDIX B

The determination of current distribution using Hall probe mapping of magnetic
field at the vicinity of YBCO tape.

Currents in superconducting tape YBCO generate self magnetic field supperposed onto
external magnetic field. Apropriate measurement technique allowed to distingush both
and to use the self field data. The measured magnetic fields produced by magnetization
currents or transport current can be used to determine the current distribution of these
currents across the tape (inverse problem).

The inverse problem was solved in two ways:

- generating inverse matrix relating the mesh of the currents and the mesh of the

measured field data, applying Tichonov regularization (details in Usék, P.: The measurements
of current distribution in superconducting tape. Comparison of destructive and non-descructive methods, Physica

C 384 (2003) 93-101). The number of elements of the vector of current distribution was up to
85.

- minimazing Euclidean norm of vector residui by variation of elements of vector of
current distribution as free parameters. The method was more time consuming and more
sensitive to measurement errors than the first one. Typical number of elements of current
distribution vector was up to 25.

Both methods were tested on numerical models, individually and with respect to each
other. Coincidence of results was satisfactorial and sometimes even surprisingly good.

The Hall probe magnetomery and the inverse problem solution were applyed to two types
of YBCO tape:

Both inductive and transport currents were reconstructed from magnetic measurements
on samples THEVA and AFOSR P3 (6.Levin).

Sample THEVA was ,,homogeneous* non-striated tape and sample AFOSR P3 was
striated (filaments were made by laser) on the most of the tape, exept short parts at ends.

Results for the tape THEVA.

Inn Figure 1a we show the measured magnetic field B, (perpendicular to the tape plane)
induced by external field (decrease from 60 mT to zero level, resp. level 36.5 mT). The
current distribution of magnetization currents (in A/m) is shown in Fig. 1b. Zero field
data are more concave. Presence of the field B=36.5 mT suppressed to some degree the
concave character of zero field distribution influenced probably by self field effect
(suppresed at the field 36.5 mT)

The tape is not ideally homogeneous. The right part (especialy for non zero field current
distribution) is more homeogeneous than the left part.

Maximum critical current in A/m deduced from inductive measurements (Fig.1b) agrees
well with the transport critical currents measurements (Fig.2) and approaches 250A/cm at
zero external field.
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Measured magnetic field profiles
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Fig. 1a Measured profiles of magnetic field B, produced by magnetization currents at
different external field.
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Fig.1b The calculated distribution of magnetization currents, sample THEVA
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The measurements of magnetic field due to the transport current for the tape THEVA
were made in zero external field during gradual increase of the current from zero to
maximum subcritical level (150A). The results of B, = f (I) are shown in Fig. 3a and the
calculated distribution of current is in Fig. 3b.

Magnetic field Bz profiles
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Fig. 3a
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Fig. 3b The calculated distribution of transport current in sample THEVA

Magnetization currents in the tape AFOSR P3

The tape AFOSR P3 was 12 mm wide and 100 mm long. On 15 mm of both sides the
YBCO was intact but at central part (70 mm long) there was filamentary zone of 24
filaments 0.5mm wide each. Before striation the critical current of the tape was 160 A
(133A/cm). In Fig.4a we show the measured magnetic field B, over the tape for different
values of B increasing from 0 mT up to 63.7 mT. Figure 4b show that zero field full
critical current is 120A (data deduced from mapping gradually changed external magnetic
field from OmT to 63.7mT).

Distribution of induced currents is rather complex, with quasi persisting local smaller
current loops involving island of filaments on dominant background of filamentary zone.
The left part of the tape is more degraded than right one (see Figure 5d with current
distributions in zero field, induced during “down” track (used as reference in figures) and
“up” track from negative field).

Maximum currents are on right side. However the trend in current distribution is concave
on the right side. It is decreasing to edge.
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Fig. 4b The calculated distribution of magnetization currents during gradual field
increase. The final profile after decrease of external magnetic field to zero level is added.

Conclusion.
The Hall probe mapping/inverse method proved to be useful tool for current distribution
measurements in superconducting tapes, including YBCO. It is based on first principles
and is direct in nature. It is challenging to check predictions of known theories.
We proved that
% we can reconstruct current distribution across the tape width from magnetic field
mapping by Hall probe magnetometry
¢ comparison of full transport current in tape calculated from magnetic field data
with experimentally measured transport current gives difference of several
percent, most frequently fraction of 1%
++ we can localize damage on the tape and its influence on local current distribution
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APPENDIX C
The paper was presented at the International conference on Magnet Technology, Genova, Italy, September

2005, paper TUA 01 PO 05.
It will be published in IEEE Transactions on Magnetics.
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Properties of a YBCO pancake coil operating
with AC current at frequencies up to 1000 Hz

Milan Polak, Eduard Demencik, Lubomil Jansak, Elo Usak, Pavol Mozola, Cees L. H. Thieme, D.
Aized, George A. Levin, Paul N. Barnes

Abstract— A small pancake coil was wound using 1.2 m
long, 10 mm wide YBCO coated superconductor tape with
impregnation by epoxy resin. The coil was tested in several
regimes. In the DC regime, we measured the I-V curve, the
hysteresis of the magnetic field-current curve at liquid
nitrogen temperature and the radial component of the coil
field at the coil edges. The AC losses were measured in the
frequency range from 60 Hz to 1000 Hz. The coil was
immersed in liquid nitrogen at atmospheric pressure and
coil heating due to AC losses was also monitored. The
critical currents of a short sample at 77 K were measured
and compared with those of the coil. The measured AC
losses in the YBCO coil are compared with those of a
similar coil wound with copper tape. At 60 Hz, the losses
of the YBCO coil were nearly two orders of magnitude
lower than those in the Cu coil. With increasing frequency,
this difference becomes smaller, but the YBCO coil still
exhibited lower losses at 1000 Hz.

Index Terms—Losses, Magnetic fields,
Magnets

Superconducting

I. INTRODUCTION

The application of YBCO coated conductors in AC devices is
often considered, however, the main focus of industry is
currently on the improvement of the DC conductor properties
such as critical currents. These conductors have the shape of a
flat tape several millimeters wide (typically 4 or 10) with
thicknesses of the order of 0.1 mm [1]. Typically, a stack of
pancake type coils is preferred to make the application
windings when using wide tapes. For coils made with Bi-
2223/Ag tapes it was shown that the magnetic anisotropy
strongly affects the distribution of the current density inside
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the tapes [2]. The critical current of the coil is also limited by
the largest magnetic field component perpendicular to the tape
plane [3]. Since the tape in the pancakes located at the ends of
the coil is exposed to an inhomogeneous magnetic field, it is
not a straightforward procedure to determine the critical
current distribution [4,5]. Similar problems will also appear in
coils wound with YBCO coated conductors.

When conductor is placed in an AC environment, the
direction of the magnetic field with respect to the wide face of
the tape plays an additional important role. According to
Brandt and Indenbom [6], the hysteresis loss in YBCO with a
transversely applied magnetic field is directly proportional to
the tape width [7-9]. Amemiya et al. have shown that in the
case of an arbitrary orientation of themagnetic field AC loss
are proportional to the transverse component of the field [10].
As such, it is important to have information on the AC
behavior of coils made of standard, non-striated YBCO coated
conductor. It is of particular interest to obtain ac loss data of a
coil at a wide range of frequencies for a better understanding
of the ac characteristics of the HTS winding [11]. In this
work, we compare the AC behavior of a pancake coil wound
with a YBCO coated conductor with that of a similar coil
wound of copper tape. Both coils were cooled by liquid
nitrogen.

II. EXPERIMENTAL

A. Description of YBCO coil and Cu coil

The YBCO coil was made using a 1.2 m length of copper-
stabilized YBCO coated conductor. It was co-wound with
wet, epoxy-saturated fiberglass cloth on a G10 coil form, and
had an inner and outer diameter of 25.8 mm and 33.8 mm,
respectively, after completion. The total number of turns in the
winding was 13. Figure 1 is a photograph of the coil.

The conductor was made using a RABITs architecture: Ni-
5 at% W substrate with a sputtered Y,0; seed layer, a YSZ
barrier layer, and a CeO, cap layer [12]-[13]. The substrate
had a Curie temperature of ~60°C and is ferromagnetic at 77
K [14], which may contribute to the coil’s inductance. The 0.8
pm YBCO layer was deposited using a TFA-based solution
process and subsequently capped with a 3 um Ag layer to
which a 50 pm thick Cu 110 foil was laminated. The copper
coil was made using a ~110 pum thick, 1.26 m long copper
tape, 10 mm wide, with a resistivity of 1.8 x 10”7 Qcm at 77 K.
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Fig.1. A photograph of the YBCO coil

The number of turns, the inner and outer coil diameter, and
the insulation were the same as those of the YBCO coil. A
NORMA Power Analyzer 4000D was used to measure the
losses of the coil.

III. RESULTS AND DISCUSSION

The DC critical current of the coil using a slowly increasing
transport current was 154 A for which the coil voltage was
121V (see Fig. 2). This corresponds to a mean electric field of
0.1 pV/cm and to a mean current density in the winding cross-
section of 5000 A/cm’. Optimization of the engineering
current density of the windings was not a consideration. At
154 A, the axial field in the coil center, B,(r=0), is 80 mT and
at the inner turn of the coil, B(r=20 mm), is 145 mT
calculated assuming a constant current density in the tape.

60

50

40f

30

20

coil voltage (uV)

I,=154 A

10

0

0 20 40 60 80 100 120 140 160 180
coil current (A)

Fig.2. I-V curve of the coil with a DC current, at 77 K.

Using a small active area Hall probe we measured the radial
field component, B,(r), close to the longitudinal edge of the
coil (z = 5.5 mm). In Fig.3 we show the typical set of B,(r)
curves measured at 500 Hz. The radial component of the coil
field measured at z = 5.5 mm has a maximum, B, ., at 1, =
15 mm (in the middle of the winding thickness). The
measurements were repeated with the coil in the normal state
(300 K) carrying a DC current and at 77 K with a DC and then
an AC current with frequencies 100 Hz and 1000 Hz. B, s is
plotted vs. coil current in Fig.4. The values of B, .« increase
linearly with increasing current at 300 K, but at 77 K they
have a hysteretic character and are considerably lower. This
behavior further indicates an inhomogeneous current

distribution in the tape.

In Fig. 5, the B, m.x = f(1) load line represents the maximal
radial magnetic field which is directly proportional to the
current (the hysteresis seen in Fig. 4 is not taken into account).
The I(B) curve represents the critical current of the YBCO
conductor when exposed to a uniform external field B = B, .
Since the critical current of the coil (154 A) is considerably
higher than the point of intersection of the two curves (90 A),
the non-uniformity of the induced magnetic field acting on the
tape is clearly an effect that must be considered and that
uniform  field approximations are not adequate.
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Fig.3 The radial field component, B, as a function of the

radial position, r, measured at various current (rms) at 500 Hz
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Fig. 4: Maximal values of the radial field component, B, .y (at
r =15 mm) as the function of current I (peak values) measured
at DC current and 77 K (full lines) for 4 different runs 0 —
Imax — 0. The dotted line is the extrapolation of the B, max(1)
curve at 300 K. The curves with AC current were measured at
100 Hz (o) and 1000 Hz (0).
The uniform field approximation describes the worst scenario
(I, of 90 A), which is almost twice as low as the actual value
of the critical current.
An initial improvement to this situation could be made by
using B, for a circular current loop which can be readily
expressed in complete elliptic integrals. One would then
integrating the expected critical current across the tape due to
this field approximation.
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Fig.5. The load line B, . = £ (I) and I(B) curve of the YBCO
tape used in the coil.
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Fig.6 Coil voltage measured vs. current for triangular current
waves with dI/dt = 6.4 A/s (e), 3.08 A/s (0) and 1.578 A/s (0).

The observed behavior of B, and its non-uniformity
demonstrate the need for new procedures to determine ac
losses other than simple extrapolation from short sample data.

To determine the coil inductance, L, we recorded the coil
voltage, V, while applying triangular transport current waves
with the amplitude of 50 A at frequencies of 50, 100, and 200
mHz (Fig.6). With V = L dlI/dt, the shape of the curves shows
that L depends on the current at low current values, ranging
from ~7 pH at I = 0 to ~5 pH with increasing currents. At
higher currents, L is current independent which independence
tends to shift to higher current levels as dI/dt increases.

Loss measurements for the YBCO coil at frequencies from
60 to 1000 Hz are shown in Fig. 7. We also show the losses of
the Cu coil with a DC current and AC currents of 100 and
1000 Hz. There is little difference in losses of the Cu coil
between the DC and AC 100 Hz currents. At 1000 Hz, the
losses also contain a measurable eddy current contribution.
The total losses of both coils increase proportional to I", where
n =1.7 at a frequency of 60 Hz and n = 1.9 at 1000 Hz. The
losses of the copper coil are proportional to I? as predicted by
theory. However, considerable heating of the Cu coil was

observed at larger currents as deduced from the V-I curve, 8.9
K at =100 A.
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Fig.7 The measured total AC losses of the YBCO and Cu coils
as a function of the coil current I,y at various frequencies
from 60 Hz (bottom curve) up to 1000 Hz (upper curve). The
losses of Cu coil were measured with DC current.
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Fig. 8: Coil voltage vs. time t, V, measured at 500 Hz and
1000 Hz at various currents (rms values)

At 60 Hz, the losses in the YBCO coil are nearly 2
orders of magnitude lower than the Cu coil. With increasing
frequency, the YBCO coil losses increase and approach the
Cu coil losses, but are still smaller at 1000 Hz. The main
components of loss in the YBCO are the hysteresis and self-
field losses. Of particular interest are the non-sinusoidal
voltages measured at higher currents, as seen in Fig. 8. The
heating of the YBCO coil was monitored by a copper-
constantan thermocouple installed in the winding and was
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negligible. At 1000 Hz and with an I, of 50 A, the
temperature increase was below 0.2 K.

IV. CONCLUSIONS

In summary, we measured the AC losses in a small
YBCO pancake coil and compared it with a similar coil
fabricated in the same fashion using plain copper tape. Due to
the magnetization currents, the YBCO coil inductance
depends on the coil current. At 60 Hz, the losses of the YBCO
coil were nearly two orders of magnitude lower than those in
the Cu coil. With increasing frequency, this difference
becomes smaller, but the YBCO coil still exhibited lower
losses at 1000 Hz. The radial magnetic field component
showed that the current distribution in the tape is not uniform.
This indicates a need for loss calculation which is suitable for
inhomogeneous fields and the need for a more ac-tolerant
architecture of YBCO conductor.
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